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Attention:  Ghislain Beauregard

REPORT OF ANALYSIS

SAMPLE ID: Arcoplast Engineered Polymer Panel

SUBJECT: Water Absorption (24hr Immersion)

METHOD: ASTM D570-98 (Reapproved 2010)

RESULTS:

Sample % Weight Increase

6mm 0.01

9mm 0.01

12mm 0.01

Karl Schmitz, Director 
         Materials Testing 
KS/jlm


